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W74/ Company Overview

The Company Overview In Brief . .
Professional R&D Capability

Founded in 1982 as a Steel and aluminum bobbin supplier for synthetic fiber winding. ILJIN has been leading the market as a ® Number of Researchers/Engineers : 150

unique supplier for high strength and precision bobbins. In the early of 1990’s on the basis of precision tube technology, ILJIN

" , N . ) e ) @ Material development, product design, production,
launched new businesses in cold drawn tube, aluminium clad steel wire and cold drawn shaped bar drawing industries.

inspection and quality assurance for customers

ILJIN’s creative philosophy has led the ILJIN Steel to become one of technological leaders of manufacturing raw material to
innovative products. By establishing core competencies in cold drawing and metal forming technologies, ILJIN Steel maintains
its edge through accelerated expansion in diversified products and persistent quality improvement.

2 Manufacturing facilities, R&D Center,
Sales office(ILJIN Steel America) in USA

ILJIN Steel established Seamless Pipe facility in 2012 upon the strong foundations of top-notch manufacturing and market
experiences. ILJIN’s Steel is proud of excellent product quality and reliable delivery.

ILJIN’s one of priorities is to build a long term relationship with customers along with on-time delivery and highest quality in /
products and services. In order to reach the goal of total customer satisfaction, ILJIN has built a worldwide service network

. . . Production Capacity
channel to provide customers real time services.

® Cold drawn Tube & Pipe : 100,000 ton/year
® Hot finished SMLS Tube & Pipe : 300,000 ton/year
® Aluminium clad steel wire : 10,000 ton/year

Development & Production of Al/Steel Bobbin

1991. 03.
Established R&D Center 2005. 03.
1992. 05 Development of Cold Drawn Stainless Steel tubes
Established Suwon Plant 2007. 12.
1992. 06. Development of Heat Exchanger Tube
Development of Precision Cold Drawn Steel Tubes
1998. 06.
Development of Cold Drawn Shaped Bars
1982. 05.
Established ILJIN Steel Corporation

1984. 04. ®
Expansion Anyang Factory
2011. 02.
Groundbreaking for Hot Finished Seamless
Tube Plant
2011. 08.
2008. 09. Jeonju Cold Drawn Tube Plant Completed
) Approved as “Advanced Technology Center” by Korean 2012. 07.
Government Jeonju Hot Finished Seamless Tube Plant
Completed
2008. 12. .
Received “Parts and Materials Technology Award”
by Korean Government

04 ILJIN Steel Corporation
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Vision

To realize the happiness of customers, stakeholders, employees,
investors And suppliers concerned with ILJIN Steel Corporation through
“New value creation”

Emphasizing on technology Respect for talented people

We will take the main role of the future growing industries through | ILJIN Steel Corporation will lead the future together with the human
the specialization of high technology. The development technology of | resources of high capabilities, of new ideas as well as new values
ILJIN Steel Corporation is the firm basis of the future competitiveness | continuously and of deep understanding on the core value of the
fostering that is commanding also worldwide. company.

LAV A {

Mind of challenge Honesty and faithfulness

New challenger required in 21’st century! potential power to pioneer  The honest management demeanor that is made in transparent
new fields with distinguished perspectives. Those will be essential for ~ communication is the core values that are pursuit by ILJIN Steel
the up growing of the new ILJIN Steel Corporation. Corporation.

Envisioned

Future The world’s leading company specialized in high value-added specialty tube manufacturing

We will be the superior enterprise in the near future manufacturing the system component where high
technologies are integrated by challenging to a new field and creating new values through unceasing
technology development and innovation. In addition, We will be the representative enterprise in Korea,
being respected from many people, where the excellent talented people are gathered, by doing our
best for our social responsibility as well as managing the company based in morality

Vision
Statement

06 ILJIN Steel Corporation

W7/ Core Competency & Products

' Total Solution provider
: for tubular parts \
// o \\\
/ILJIN have integrated process with cold
/ drawing, tube forming, heat treatment and seamless \
manufacturing. It is possible to provide a better service

. to customer, quick delivery, technical improvement, . .
Delivery & L . Perfect inspection
value engineering, prompt feed-back for

Service o system
quality improvement.
o o

ILJIN Steel promises on-time delivery and Our multiple inspection can detect all
prompt response to customers. With ILJIN's kinds of defect on tube. In mother tube stage,
global network through overseas offices and all tubes should be inspected by U.T & ECT and

partners in the US, China, Taiwan, Mexico, after finish cold drawing, we conduct full

Europe and all around the world, prompt body U.T or ECT one more time.

service and optimal customer

Wide Size range and
supports can be provided. steel material

([
Since ILJIN has many kinds of draw benches and
. straightening M/C, our size range is able to cover outside
" diameter from 6mm to 308mm. Covering heat-
treatment range 400 ~1200, we are able to
produce almost all kinds of steel grade,
" bearing steel, alloy steel, carbon
" steeland stainless steel. /

OCTG for Automotive parts for
0il & Gas Industry automobile Industry

' / Stainless steel Tube - ﬁ
SMLS tube for f ision cl N
\ \ Power Generation or precision clean i oag
industry & Plants
. K
Line pipe for Precision cold drawn 7 ///// /] ]

| Plants, Heavy industry shapes for precision %\\’&

industry =. Lol sitieeis

=

echanical Tube for Aluminium clad steel wire
eavy industry for Electricity Industry

=g
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W7/ Site Introduction

@ Manufacturing Facilities

m Manufacturing Facility

Cold Drawing Facility
............................. . @ Carbon Steel Tube
Seoul ®STS BA Tube
SUV'VOH """"""" ®Precision Shaped Bar
e~ Seamless Steel Tube Facility
JeonJu Bisan
@ Complete Hot Rolling Line
............................. > @ histing Line g;;s-:-fg ol
@® Quenching & Tempering Drill Pipe
Cold Drawing Facility PN - eration

HRSG
Boiler

Line Pipe
Onshore
Offshore

@ Research & Development Center

Mechanical
Hydraulic Cylinder
Mechanical Tubing
Drill Rod

e Location : Suwon & Jeonju
e Advance Technology Center nominated by Korea Government

R&D Center

e Ferritic Alloy Tube for Power Boiler & HRSG
 Non- Ferrous Metal Cold Drawing

Automotive

Development (Nialloy for SG Tube, Duplex Stainless Steel)
e Premium OCTG

Stainless tube
Mechanical tube

(Sour Service C&T, Line Pipe for Ultra deep Offshore) Gas Spring
heat Exchanger tube
» Mechanical testing & Creep Behavior ppor sl
Clean tube

Test Equipment « Corrosion testing & Micro Analysis

* Chemical composition analysis Precision Cold Drawn Shapes

LM guide
Block
Miniature

Aluminium Clad Steel Wire

@ ILJIN Steel America,co.

® Location : Houston, USA
® Sales & customer services for ILJIN Steel Products

08 ILJIN Steel Corporation



ILJIN STEEL

OCTG — Casing & Tubing

The first partner “ IS8 steel Corporation”

@ Product Introduction @ Material Selection
Min. Group High Sour Arctic
Y.S (ksi) 1 % 3 4 Collapse Service Service
40 H40
55 J55
K55
65 M65
L.80-1
80 r’:::g; L80-9Cr HC L80 LsoL
L80-13Cr
90 €90-1 c90
95 R95 T95-1 HC T95 T95
OCTG is steel pipes which are used for oil and natural gas extraction and drilling.
Casing is usually installed in rigs to prevent the breakdown of the oil well and the wall. It can also prevent foreign 1o P11o HC P10 cio PTioL
matters from entering to extraction process e.g., water or soil. 125 Q125-1

Tubing transports the oil and gas from well to the on ground floor.
Since ILJIN Steel has produced and supplied high value products for industry sectors in extreme temperatures and
pressures, we are building our reputations as a seamless pipe manufacturer in the industry.

¢ Available Materials for Sour and Sweet Service

@ Performances
Strength & i Duplex Stainless
Ductility High Collapse Corrosion Low 10 .
Heat teairment . Resistant Temperature ;
eat treatment, f . . Quench i i
; r Servi Arctic Servi 3 High Ni Allo
Chemistry) control) (Sour Sevice) ) i 10 Annealed . Y

S 100 | ;
5 13CR :
£ 10 | :
0 1
o :
o 1 - 0
@ Product E APLISS |
© 1 |
& 10 | N80 ;

Product Method Unit 0.D wT Standards/Grades NACE A(;'s'-_z” | ILJIN Available gggg
102 | i
23/8~41/2 0.167 ~ 0.630 ; .
Tubing inchimm (60 3{3 111{31 (4.24 - 16.00) nospe :

Searm e T J55, K55, N80 Type 1/Q, L80 Type 1/9Cr/ 10° | | L | | | |
eamless
41/2-7 0.205 - 0.875 13Cr, C90, T95, C110, P110, Q125 10 10" 1 10 102 10° 10°
Casi inch i X
asing inchlmm (114.3 - 177.8) (5.21 ~ 22.23)
Partial Pressure of H,S, psia

10 ILJIN Steel Corporation Company Profile 11



ILJIN STEEL

OCTG — Drill Pipe

The first partner “ IS8 steel Corporation”

@ Product Introduction ¢ Dimensions and Tolerances
r Item Tolerances
D<101.60mm +0.79mm
Outer Diameter Pipe Body +1.0%D
D>101.60mm
-0.5%D
API| Standard -12.5% min.
Wall Thickness
Special Requirement RBW 95% min.
Weight API Standard -3.5/+6.5%
(Single Length) Special Requi -3.5/+14%
OCTG refers to steel Pipes used in extraction of natural gas & oil and Rig drilling. pecia’ Requirement S/
The Drill Pipe delivers a rotational movement of the ground drills attached to the bottom end of the excavation
equipment and injects water for cooling. Since ILJIN Steel has supplied high quality Drill Pipes of a wide range of
specifications to meet customer’s requirements including API, we are recognized for high reliability and quality in the Oil
pecticaions & ‘ . : o refabity and qually @ Length Range -
& Gas drilling sites over the world. (Unit : m)
Product Range 1 Range 2 Range 3
Drill Pipe 6.10 ~ 7.01 8.84 ~9.75 12.19 ~13.72
@ Performances
¢ Standard Drift Size
Tensile Torsional Collapse Internal Y edienf e e
Strength Strength Pressure Pressure
Grade Yield Strength Tensile Strength Elongation
min. ksi (MPa) min. ksi (MPa) min. ksi (MPa) (%)
E 75 (517) 105 (724) > 100 (689)
@ Product X 95 (655) 125 (862) =105 (724) o
G 105 (724) 135 (931) > 115(793)
Product Method Unit 0.D W.T Grades
S 135 (931) 165 (1,138) > 145 (1,000
Drill Pi Seaml inch(mm) 23/8-41/2 0254 - 0.500 E75, X95, G105, 135
e eamiess nenimm (60.33 ~ 114.3) (6.45~12.7) B ' * Minimum pipe-body elongation in a 50.8mm gauge length, e = kxA”*/U"" where k is a constant.
@ Chemical Composition
© Mn Mo Cr Ni Cu P S Si
Grade
min. | max. min. max. min.  max. min. max. max. max. max. max. max.
E 0.030 = 0.020
X, G,S 0.020 0.015

12 ILJIN Steel Corporation Company Profile 13



ILJIN STEEL

Power Generation — HRSG / Boiler

The first partner “ IS steel Corporation”

Product Introduction Tube and Pipe Products for HRSG & Boilers
United States Europe Japan
ASTM/ASME EN JIS
A/SA
A/SA A/SA A/SA A/SA A/SA 213 10216-2 G3461
106 179 192 209 210 A/SA G3462
335

Gr. A Low Carbon|Low Carbon P235GH STB340

Carbon
Gr.B Gr. A1 P265GH STB410

Steel
Gr.C Gr.C STB510
STBA12

T1/Ta P1 8MoB5-4

STBA13
Low Alloy T11/P11 10CrMo5-5 STBA23

Steel
T12/P12 13CrMo4-5 STBA22
T22/P22 10CrMo9-10 STBA24
High Alloy T91/P91 X10CrMoVNb9-1 STBA28
. . . o y . == T92/P92 | X10CrWMoVNb9-2 STBA29

ILJIN Steel provides tubes and pipes serving the power generation industry where critically high temperatures and
pressures necessitate rigorous quality standards. * Other Grades are available on request

ILJIN Steel manufactures various carbon and alloy steel tubes and pipes in accordance with EN and ASTM standards.

ILJIN Steel offers a broad range of high quality hot-finished and cold-finished tubes and pipes for power generation applications. Tolerances on outside diameter

mm Standard requirements ILJIN Steel
Tubes and pipes are made in random lengths from 3 to 28m and fixed lengths upon customer request. i
0D < 76.2 -0.8/+0.4 -0.4/+0.4
H/F
0D ) 76.2 According to ASTM standards
Performances C/F AlLLOD According to ASTM standards
filoh Creep gleam R ion
Rl ature Properties Ragtion Resistance Tolerances on minimum wall thickness (up to 76.2 mm 0D)
Strength Resistance ;
(High Alloy Steel)
ASTM requirements ILJIN Steel
MWT Hot-finished Cold-finished Hot-finished
<24 -0/ +40% -0/ +35%
Product 0D < 38.1
Y2.4~<38 -0/ +35% :-0/+20% -0/ +35%
Method 0.D(mm) W.T(mm) Standards
»38~<46 -0/+33% 0D ) 38.1 -0/ +24%
Seaml 213-1778 505 ASTM/ASME A/SA106, A/SA179, A/SA192, A/SA 209, A/SA210, A/SA213, 0/ +22%
eamiess RS - A/SA335, EN 10216-2, JIS G3461, G3462 )46 -0/+28% -0/+22%

* For 0D ) 76.2 mm, wall thickness tolerances according to ASTM standards

14 ILJIN Steel Corporation Company Profile 15



ILJIN STEEL

l Power Generation — HRSG / Boiler

@ Available Size Range for Seamless Tubes (ASTM)

Tmin.

Minimum Wall Thickness

The first partner “ IS steel Corporation”

mm
oD

203 229

mm

2.41

2.54

2.67

3.05

3.43

3.81

4.19

4.57

5.08

5.59

6.10

6.60

7.11

7.62

8.13

Minimum Wall Thickness

21.34

8.64

9.14

9.65

10.16

11.18

11.68

12.19

12.70

13.49 | 1430 15.09 1651  17.78  19.05

20.32

21.59

2286 2413 25.40

26.67

30.23

H/F +C/F

31.75

33.40

C/F Only

38.10

42.16

42.42

4445

48.26

50.80

53.98

57.15

60.33

63.50

69.85

73.00

76.20

82.55

88.90

95.25

101.60

114.30

127.00

133.35

139.70

143.00

152.40

159.00

168.28

177.80

16 ILJIN Steel Corporation

* Intermediate sizes are available on request * H/F : Hot Finished * C/F : Cold Finished
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ILJIN STEEL

l Line Pipe — Onshore / Offshore

The first partner “ IS steel Corporation”

@ Product Introduction @ Chemical Composition for PSL2, API Spec 5L / IS0 3183
Steel Grade Mass fraction, based upon heat & product analysis %, max Carbon equivalent
(Steel Name) c Si Mn P S v Nb Ti  other CEyw
Adhesiy  Fusion Bonded L245N or BN 024 | 04 12 | 0025 0015 0.04 . <0.43
Bare Pipe
L290N or X42N 0.24 0.4 1.2 0.025 0.015 0.06 | 0.05 0.04 . <0.43
L320N or X46N 0.24 0.4 1.4 | 0025 0015 004 | 0.05 | 0.04 . <0.43
i L360N or X52N 0.24 | 0.45 14 | 0025 0015 0.1 0.05 | 0.04 . <0.43
L390N or X56N 0.24 | 0.45 14 | 0025 0015 0.1 005 | 0.04 . <0.43
L415N or X60N 0.24 | 0.45 14 | 0025 0015 0.1 0.05 0.04 . <0.43
, o L 1.290Q or X42Q 0.18 | 0.45 1.4 | 0025 0015 005 | 0.05 | 0.04 . <0.43
ILJIN Steel manufactures a wide range of line pipes for onshore and offshore applications.
Line pipe is available in sizes ranging from 1 to 7 inches and can be produced by seamless manufacturing method L320QorX46Q 018 | 045 | 14 | 0025 | 0015 ) 005 | 0.05 | 0.04 : =0.43
following API 5L, EN and DNV standards. L360Q or X52Q 0.18 | 0.45 15 0.025 | 0015 | 0.05 & 005 004 . <0.43
Pipes are inspected for internal and external defects using ultrasonic and electromagnetic inspection equipment. 1390Q or X56Q 0.18 0.45 15 0025 0015 007 0.05 0.04 R <043
Pipes are automatically packed in bundles and tied with steel banding or wires in compliance with API loading and
. L415Q or X60Q 0.18 | 0.45 1.07 | 0.025 | 0.015 . . . . <0.43
transportation standards.
L450Q or X65Q 0.18 | 0.45 1.07 | 0.025 0.015 . . . . <0.43
L485Q or X70Q 0.18 | 0.45 1.80 | 0.025 | 0.015 . . . . <0.43
@ Performances L555Q or X80Q 0.18 | 0.45 1.90 | 0.025 | 0.015 . . . . as agreed

. . - . ) . , * Calculated according to APl Spec 5L /150 3183
Line Pipes require high yield strength, corrosion resistance and low temperature strength. ILJIN Steel offers X70 and X80 and their

corrosion resistance is ensured by conducting Hydrogen Induced Cracking (HIC) test and Sulfide Stress Corrosion Cracking (SSCC)
test. Additionally, ILJIN’s line pipes possess excellent low temperature strength which is proven by Crack Tip Opening Displacement

@ Chemical Composition for Sour & Offshore, API Products Spec 5L / ISO 3183

(CTOD) test.
Steel Grade Mass fraction, based upon heat & product analysis %, max Carbon equivalent
(SteelName] ¢ si Mn P S V Nb Ti Al Cu Ni Cr Mo B N other CEyw
@ Product L3600(S) or
¥520(S) 0.16  0.45 | 1.65| 0.020 | 0.080 | 0.07 | 0.05 0.04  0.06 035/0.015 03| 03| 0.15 0.0005 = <0.20 +0.03
API 5L Grade B/X42 / X46 / X52 / X60/X65/X70/X80
Standard / Grade L.390Q(S
/ ASTM A106G B&C, A53 GB, A333 G6 X52(][[Sllor 0.16  0.45 | 1.65| 0.020 | 0.080 | 0.07 | 0.05 0.04 0.06 035/ 0.015 03| 03| 0.15 0.0005 = <0.21+0.03
0D 21.3mm ~ 168.3mm (NPS 2" ~ 6”]
. L415Q(S) or
Main Size 0.16  0.45 | 1.65| 0.020 | 0.080 | 0.08 | 0.05 0.04  0.06 0.35/0.015 03| 03| 0.15 0.0005| = <0.22+0.03
Length 6,401mm ~ 18,288mm [SRL / DRL / TRL) X600(5)
. - . L450Q(S) or
Manufacturing Hot Finished : NPS 2" and above X650(S) 0.16 | 0.45  1.65 0.020 | 0.080 | 0.09 | 0.05  0.06 0.06|0.35|0.015|03 0.3 0.15 0.0005| - <0.22 +0.03
Method Cold Finished : Less than NPS 2
) . L485Q(S) or
End Finish Plain-End Beveled, Plain-End Square Cut, Threaded X70Q(9) 0.16 0.45 | 1.65| 0.020 | 0.080 | 0.09 | 0.05 0.06 0.06 0.35/0.015 03|03 |0.15 0.0005 = <0.22+0.03
Delivery
Option . Outside Surface : Varnish Coated or 3-LPE (FBE+Adhesive+PE) * Other
pu Coating o
Inside Surface : PE (1) Ca < 0.006%
(2) AUN = 2:1 (Not application to Ti killed or Ti treated steel)

18 ILJIN Steel Corporation Company Profile 19



ILJIN STE

EL

l Line Pipe — Onshore / Offshore

The first partner “ IS steel Corporation”

@ Mechanical Properties for PLS2, API Spec 5L / IS0 3183 @ Coating Pipe Range
(Unit : mm)
Pipe Body (Seamless) Coatings 0.D W.T Length Coatings
External 60.33~168.28 3.9~25 12,800 max. 3LPE
Steel Grade Yield Strength Rt0.5, MPa (Psi] Tensile Strength Rm, MPa (Psi)
Internal 114.3~168.28 6.0~25 6,400 max. PE
min max
X42 /1290 290 (42,100) 495 (71,800) 415 (60,200) 655 (95,000) & External Three Layer PE cOating
X46 /1320 320 (46,400 525 (76,100) 415 (60,200) 655 (95,000) o
Parameter Specification
X52 /1360 360 (52,200 530 (76,900) 460 (66,700) 760 (110,200 Application Standard API, DIN
X56 /390 390 (56,600) 545 (79,000) 490 (71,100) 760 (110,200) Vst Layer : 100~175 um
Coating Thickness 2'nd Layer : 150~400 um
X60/L415 415 (60,200 565 (81,900) 520 (75,400) 760 (110,200) 3'rd Layer : 3000 um
X65 / L450 450 (65,300) 600 (87,000) 535 (77,600) 760 (110,200) Pipe end space 130~150mm
Adhesion Strength Under Room Temp. : 150N/cm length
X70/L485 485 (70,300) 635 (92,100) 570 (82,700) 760 (110,200)
Pressure Resistance Under Room Temp. : 0.2mm
X80/L555 555 (80,500) 705 (102,300) 625 (90,600) 825 (119,700) Elongation(%) Under-40C : 100
@ Available Size Range for Seamless Tubes (ASTM)
0.D Wall Thickness Wall Thickness
inch 0.079 0.118 0.157 0.196 0.236 0275 0314 0.354 0393 0.433 0.472 0511 0.551 0590 0.629 0.669 0.748 0.787 0.866 0.944 0.984

inch mm 20 30 40 5.0 6.0 7.0 8.0 9.0 10.0 1.0 12.0 13.0 14.0 15.0 16.0 17.0 19.0 200 220 24.0 250
0.840 21.34
1,050 26,67
1315 3340
1.660 4216
1.900 48.26
2375 6033
2.875 73.03
3.500 88.90
4000 101.60
4500 114.30
5.000 127.00
5.563 14130
6.625 168.28

20 ILJIN Steel Corporation
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ILJIN STEEL

l Mechanical tube — Hydraulic Cylinder

The first partner “ IS steel Corporation”

@ Product Introduction @ Tube For Hydraulic Cylinder
Ready to Honing (Unit : mm)
Application Supply Condition Material Grade Size Range
) SAE1020, 1026 0.D: 40~ 308
Double Acting ERW & Seamless .
) Stress Relived (BKS) EN10305(5t52.3) W.T:4.0~25.0
Telescopic (DOM, CDS) )
STKM13C L'th: 4~11.5m
Ready to Use (Unit : mm)
Application Supply Condition Material Grade Size Range
Tube Condition ERW & DOM (BK]
SAE1020/1026 0.D:15.0~140
SSID Tube ) )
) Dimension Tolerance ISO HY Grade EN10305(5t52.3) W.T:1.0~12.5
(No honing) .
STKM13C L'th: 4~11.5m
Inside Roughness Rmax 5uym Max.

ILJIN Steel produces hot-rolled and cold-drawn mechanical tubes made of alloy steel that meet or exceed various
international standards including ASTM A519, ASTM A513, EN 10297 and EN 10305.

ILJIN Steel has integrated process with Seamless tube and cold drawing. ILJIN endeavors to provide better services to
customers, quick delivery, technical improvement, value engineering, prompt feed back for quality improvement.

@ Tube For Telescopic Cylinder

Technical Characteristics

Tolerance -0/+0.5mm
oD
Roughness Ra 6.3um, Rt 63um Max.
@ L t fSt d d d R f M h H IA I t Tolerance +0.05 ~ +0.35 / according to Spec.
ISt Of otandarads and hanges 1or iviechanicai Application D
Roughness Ra 1.6um, Rt 16um Max.
Specification Steel Grade WT Tolerance +5% of Wall Thickness
ASTM A519/513 1008 - 1045, 52100, 1520, 1536, Straightness 0.5mm/m
Seamless/ERW Carbon and Alloy Steel Mechanical Tubes 1541, 4115, 4130 Concentricity (2% of wall thickness
0
JIS 3441 Steel Grade DIN 2393 St52.3+SR
Alloy Steel Tube for Machine Structural Purpose
STKM11 - 20
JIS 3445 S10C - S58C i
Carbon Steel Tube for Machine Structural Purpose @ Chrome Platlng ROD tUbe
SCM, SCR, SNCM, SUJ2
JIS 4051 Technical Characteristics
Carbon Steel for Machine Structural use oD Tolerance -0/+05
ID Roughness according to EN10305-2
DIN EN 102971 E235, E355, E470 and oth
' , and others
Seamless circular steel tubes for mechanical and general engineering ) Surface defects max. 0.20mm
according to standards
purpose; Non-alloy and alloy steel tubes Straightness 0.5mm/m
DIN EN 10305-1 £y35 355 Eccentricity max. 5% from the value of the WT
Steel tubes for precision applications; Seamless cold drawn tubes ' Steel Grade EN10305-2 E355+SR

22 ILJIN Steel Corporation Company Profile 23



ILJIN STEEL

l Mechanical tube — Hydraulic Cylinder

@ Size Range

Wall Thickness (mm)

The first partner “ IS steel Corporation”

3.0

35

4.0

5.0

Hib

6.5

7.0

7.5

8.0

9.0

9.5

10.0

11.0

Wall Thickness (mm)

25.4

12.0

13.0

14.0

15.0

16.0

17.0

19.0

20.0

22.0

24.0

25.0

26.0 27.0 28.0 29.0 30.0

27.2

31.8

334

Seamless Hot finished

38.1

Seamless Cold finished

42.2

42.7

445

483

48.6

50.8

54.0

60.3

63.5

73.0

76.2

88.9

101.6

114.3

Outside Diameter

127.0

139.7

141.3

152.4

165.2

168.3

177.8

190.7

215.9

228.6

2413

254.0

266.7

279.4

292.1

304.8

24 1LJIN Steel Corporation

* Intermediate sizes are available on request
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ILJIN STEEL

Mechanical Tube - Drill Rod

¢ Product Introduction

ILJIN Steel is fully capable of producing drilling rods in both cold-drawn seamless and cold-drawn welded.All raw
materials used in producing drilling rods are sourced and made in Korea. The fact that ILJIN Steel is a seamless mill that
uses its own hollows to cold-drawn is what distinguishes itself among the others.Our materials used in manufacturing
drilling rods have life-expectancy above 5,000 meters deep and an outstanding performance out in the field.

¢ Performances
High Low
g : Low Excellent
G ! Eccentricity Straightness
Strength Stress g
¢ Product
Product Method Size Unit 0.D I.D W.T Grade

inch 2.187 1.813 | 0.187

B rod
(mm) (55.55) | (46.05) | (4.75)
inch 2.750 2.375 | 0.188

N rod
(mm) (69.85) | (60.33) | (4.76)

. Seamless or
Drill Rod ERW SAE4130, SAE1541

inch 3.500 3.063 | 0.219

H rod
(mm) (88.90) | (77.80) | (5.55)
HWT rod inch 4.500 4.000 | 0.250
© (mm) | (11430) | (101.60)  (6.35)
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¢» Dimensions and Tolerances

(Unit : inch)
Tolerance
Size
oD ID Length
B rod -0.000/+0.010 -0.005/+0.005
N rod -0.000/+0.010 -0.005/+0.005 0-~+3/16"
H rod -0.000/+0.012 -0.005/+0.005
HWT rod -0.000/+0.015 -0.008/+0.008
& Technical characteristics
Item. Spec.
Eccentricity max. 5%
Residual Stress max. 80 MPa
Straightness 1.0mm/3,000mm (T.I.R)*
o According to ASTM E112,
Grain Size .
Shall be 8 or finer
Decarburization shall not exceed 0.005"(0.127mm)
*T.ILR : Total Indication Reading
@ Mechanical Properties
Mechanical Properties
Grade Yield Strength Tensile Strength Elongation 2”
min. (MPa) min. (MPa) min. (%]
1541 690 813 15
4130 690 813 15
@ Chemical Composition
© Mn Mo Cr Si P S Ni
Grade
min. | max. min. max. min. max. min. max. min. max. = max. max. max.
1541 0.36 0.44 1.35 1.65 0.040 | 0.050
4130 0.28 0.33 0.40 0.60 0.15 0.25 0.80 1.10 0.15 0.35 0.040 | 0.040
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Automotive
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¢ Product Introduction ¢ Performances

Automotive parts require high dimensional accuracy, and excellent internal and external surface condition. Also, its
- microstructure along with mechanical properties such as tensile, hardness, and impact properties should be strictly controlled.

Wil A

¢ Tube For Automotive Parts

Size(mm)
Iltems Material Condition
0.D W.T
ASTM 1026 Cold Drawn & Annealed
Drive Shaft ASTM 1035 20- 60 2-6 Cold Drawn & Q/T

EN 25CrMo4

JIS S45C, SCM420
Cam Shaft DIN 2391 ST52 25-45 45-6.5 Cold Drawn
ASTM A519 1527

SAE 1510-M
Airbag Inflator 20-70 1.5-4 Cold Drawn & Q/T

10CrMnMo

Axle SAE 1030 SAE 1527 101.6 - 152.4 6.35-25.4 Hot Finished SMLS

EN E355(ST52)

SAE 8617H
CV Joint Cage 40 -90 L-14 As rolled or Normalized

EN 16MiCrMo2

SAE52100
Bearing EN 100Cr6, SUJ2 20-170 1.5-20 Spheroidizing Annealed
. SUJ2 Spheroidizing Annealed
Synch C 59 -103 4-8
ynehronizerone 100CrMnSi6-4 & Cold Drawn & Q/T
Annulus Gear SCr420H 132 - 152 12-13 SMLS Tubing & Q/T
Shock Absorber JIS S45C 22 - 25 -4 Cold Drawn & Post-
Rod SAE 1045, SAE 4130 processed(Welding ~)

ILJIN Steel manufactures a wide range of tubes for automotive applications. Pipes are available in sizes ranging from 0.5
to 7 inches and can be produced by seamless method according to ASTM, JIS, EN and SAE standards.
The pipe is inspected for internal and external defects using ultrasonic inspection and ECT equipments. The pipe can i

pIp p 9 p quip pip o~ 149 - 169 912 SMLS Tubing & Q/T

Inner Race . .
& Final Machining

packed as customer’s requests.
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l Stainless Steel Tube

Applications

Toxic and high purity gas supply line for
semi-conductor and LCD manufacturing

Instrument tube for oil & gas

Painting & Sanitary use
( beverage, drink, Medical)

Damper & Gas spring

Power plant Heat exchanger and Boiler

Automobile parts
( Engine fuel rail, Exhaustion system)

Tube fitting & Elbow
Available Specification
Method 0.D(mm) W.T(mm) Standard
ASTM A213,269, 270, 632,789 ,B444
Cold finished 6.0~88.9 0.7~4.0 ASME SA213, SA789, JIS G3459
DIN 10216-5. DIN17458
Classification Material Application

Austenitic Stainless

TP304,304L,TP316,316L
TP316Ti,TP321,TP317,TP310
TP347, 904L

Clean Tube, Heat exchanger tube,
Mechanical tube, Automotive tube

Duplex

531803, 532205, 532750, S32760

Heat exchanger tube, Petrochemical plant

Nickel Alloy

Alloy625, 690, 800, 825

Heat exchanger tube
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Gas Spring

o

Feature

o

Mechanical Properties

Special tolerance control

Flexible production

Spec. (Actual)

Grade Y.S (MPa) T.S (MPa) E.L (%) Remark
304/ 316 205min. (290) 515min. (605) 35min. (40)
304L/316L 170min. (270) 485min. (585) 35min. (58)

Dimension Tolerance

* ltis possible to review when the required mechanical properties are out of above Spec.(Including Grade)

Contents 0D (mm) 1D (mm) Remark
Commercial +0.08 0, +0.08 (or -0.08)
Special 0, +0.08 (or -0.08) 0, +0.05 (or -0.05)
*!is Valid for less than 0.D 28.0mm ( Please inquire if you need over size )
Roughness
Contents Outer side Inner side Remark

Commercial

Ra 1.0 um (40 pin) max.

Ra 0.8 um (32 pin) max.

Special

Ra 0.8 um (32 pin) max.

Ra 0.5 um (20 pin) max.

* ltis possible to review when the required roughness
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@ Heat Exchanger Tube @ Clean Tube
Spec. Application
ASTM A632
Semiconductor Pipe Line, Fitting
ASTM A269 _ L
Using for Electro-polishing Tube
JIS 63459
ASTM A270 Sanitary Line and Equipment
Size (mm) Outer side Inner side
Item :
0.D W.T 0.D W.T(%) Ry um Ra (uinch)
0.89 +10
6.35 s -0, +0.05
Spec. 0D (mm) W.T (mm) L (mm) Steel Grade 1.0 +10, -5
) 0.89 +10
ASTM A21 04(L), 316(L), 310S 9.53 3/8" -0,+0.05
S/ 12.7~60.5 0.89 ~ 4.0 X [, ). 3161L), 3 1.0 +10, -5
ASME SA213 316Ti, 321,347, 904L
Tube 1.0 +10, -5 3.0 15
EN 10216.5 12.7 1/2 1.24 -0, +0.07 10
Austenitic 1.65
Stainless 3-16 1.4301, 1.4306, 19.05 3/4" 1.65 -0, +0.10
+10
steels 19,0605 240 1.4401, 1.4404, 254 1" 145 +0.10
1.4509, 1.4541,
DIN 17458 1.4550, 1.4845, 21.7 15A o .
27.2 20A +0.10
34.0 20A 1.65
Pipe +10 35 15
42.7 32A +0.15
48.6 40A +0.20 4.0 20
ASTM A789/ 15 8-60.33 19 40 531803, 532205, 505 50A 45 25
ASME SA789 532750, S$32760
Duplex
i
Stainless 3-16
Steels
EN 10216-5
. ire . 1
19.0-60.33 1.65 ~ 4.0 1-44612[;5;-1‘*“”' Chemical Composition (Special VOD")
DIN 17458 Grade c Si Mn P P Ni Cr Mo
316L- Min 12.00 16.00 2.00
2)
L . . LS Max 0.025 0.60 0.80 0.040 0.005 15.00 18.00 3.00
* Produced order, minimum quantity 2 metric ton VoD
o Length 4~18M (below out diameter 15.8 Maximum 10M) 316L- | Min 0.005 10.00 16.00 2.00
3)
HS Max 0.035 0.75 1.80 0.040 0.012 14.00 18.00 3.00
3161 Min 14.50 16.00 2.20
4) 5)
VIM "/ VAR Max 0.020 0.50 0.05 0.040 0.003 16.50 18.00 3.00

* ! Vacuum Oxygen Decarburization ” Low Sulfur * High Sulfur “ Vaccumn Induction Melting * Vacuum Arc Remelting
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Stainless Steel Tube
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@ Mechanical (Metric) Tube @ Size Range

0.D W.T

mm | 0.7 0.8 1.0 1.2 1.5 1.6 2.0 2.2 25 2.8 3.0 3.2 3.4 8y 4.0

6.0
8.0
9.5
10.0
Steel Grade
Contents Steel Grade Remark 12.7
ASTM/ ASME, JIS 304(L), 316(L), 316Ti, 317L, 321, 347, 904L
EN//DIN 1..4301, 1.4401, 1.4571, 14571, 1.4550 15.8
19.0
Dimension Tolerances
Spec. 0D (mm) WT 254
Up to 38.1 excl. #0.13 Upto 12.7D (0.D) £15% 28.0
ASTM A269"
38.1t088.9 excl +0.25 12.7 to 88.9mm (0.D) +10%
31.8

. . +0.10% or +0.2mm
+0.5% or £0.1 whicheveris . .
EN 10216-5 whichever is 38.1

the greater (D4) the greater (T3], T4”

43.0
IS 63459 Under 30 +0.3 Under 2mm +0.2mm
30orover %1% 2mm or over  +10%

48.6
« " is subject to change upon customer’s request when required for min. wall, Nominal W.T. -0%, +20% 50.8

o7 +75% or +0.15 whichever is the greater (When required by purchaser)
* Contact the sales team for other Specification and further information and details. 603
63.5
76.0

* Itis possible to review when the required size is out of above range
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Precision Cold Drawn Shapes
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@ Product Introduction @ Full Line-Up of L / M Guide System
Applications ltem Figure ModelNo.  Size (WxH,mm)  Material Grade
S55C
— ILM-1(S58CM)
L/M RAIL No.15~85 | 15x15 ~85x80 ILM-2(S55CM)
ILM-3(58CDV4]
ILM-4(S55CR)
FLTYPE 625 - 110x55
=S No. 15 ~ 35
Steering Shaft & Joint Impeller Compact Rail Linear Guide L/M BLOCK SCM415H
SCM420H
SL Type
No. 15 ~ 45 30x20 ~ 100x60
@ Performances Normal Type

No. 9 ~ 15 9x 6~15x10

Advantages of Pricision Cold Drawn Shapes MINIATURE Z x STS440A
Minimization of Material Scrap RAIL : ILM-SISTE440A- M)

Wide Type
20x 6~45x10
No.9 ~ 15 e

Homogeneous Microstructures

—

Reducing of Processing time

) W) W) W W L U

36 ILJIN Steel Corporation

- ? : N | Precise dimensional tolerance ' 295C
o™ A _ ILM-1(S58CM)
¢ ’:'. N | Smooth and fine Surface | SLIDER g No.28-63  30x15-85x40 I| m-;{[;ssm}}
- ar i : ILM-4(S55CR)
delssns wwe SIS0GILE l[ High Strength )
[[ Small quantity delivery ]
New Material Development Available Specification Profile Size Range
Required Quality Alloy Design Evaluation Spec. Normal Special Item Normal
* Hardenabilty * Process S.et Up . ‘ Chem,ical ) Dimension +0.1T mm +0.05 mm Width 6 -180mm
e Surface & Depth * Alloy Design e Inclusion, Impurity
* \Wear Resist Target Value * OMINY, Wear Test ) )
" . . Straightness 0.8mm/m 0.3mm/m Thickness 3-60mm
e Formability * Manufacturing * Microstructure
Twist 0.5mm/m 0.1 mm/m 0.D (Tube) 10 ~ 250mm
Decarburization 0.15 mm max. 0.05 mm max. Length (m) 2-11
Surface Defect 0.15 mm max. 0.05 mm max. CS.A 25 - 8,000mm’

CSA : Cross Section Area
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¢ Product Introduction ¢ ACS Wire ASTM B415-98

Better Strength To Welght Ratio S = Nominal Ultimate tensile Breaking Calculated Calculated Nominal

We | d that half tied tooth e tube | iaht lot f limb (:; |:((:;t;vly A\I;Z Diameter strengh stength weight resistance at 20C Cross-section
e learned that even half-emptied toothpaste tube in weight can mean a lot for climbers. o o - = T b R0 | a0 | vl | GO0 | i e o
We seriously examined whether we could reduce at least a couple of ounces without 4 0.2043 | 5189 | 155000 | 1070 | 5081 226 | 93463 | 1394 | 1222 | 4009 | 41,740 | 0.03278 _ 21.15
0.1880 4.775 160,000 1,100 (4,441) (19.7) (79.32) (118.0) (1.443) (4.735) (35,340) | (0.02776) (17.91)
sacrificing strength. 5 0.1819 4.620 | 165,000 | 1,140 4,290 18.1 74.25 110.4 1.541 5.060 33,090 | 0.02599 | 16.76
0.1729 4.392 170,000 1,170 (3,991) (17.1) (67.09) (99.84) (1.706) (5.597) (29,900) | (0.02348) (15.15)
6 0.1620 4114 175,000 1,210 3,608 16.0 58.88 87.58 1.943 6.381 26,240 0.02061 13.29
0.1549 3.934 180,000 1,240 (3,392) (15.1) (53.83) (80.13) (2.126) (6.974) (24,000) | (0.01884) | (12.16)
20.3 7 0.1443 3.665 185,000 1,250 3,025 13.5 46.69 69.52 2.450 8.038 20,820 0.01635 10.55
. 0.1369 3.477 190,000 1,310 (2,797) (12.4) (42.06) (62.57) (2.722) (8.931) (18,740) | (0.01472) (9.495)
Better Quallty 8 0.1285 3.264 | 195,000 | 1,340 2,529 1.2 37.03 55.14 3.089 10.14 16,510 | 0.01297 | 8.367
. o 9 0.1144 2.906 195,000 1,340 2,005 8.92 29.37 43.71 3.896 12.78 13,090 0.01028 6.633
In order to make new ACS Wires for more users such as OPGW & Transmission Cable 10 01019 | 2588 | 195000 1340 1,590 7.07 2329 | 3466 | 4912 1612 | 10,380 | 0.00816  5.260
. . 11 0.0907 2.304 195,000 1,340 1,261 5.61 18.47 27.47 6.194 20.34 8,230 0.00646 4.169
manufacturer, we carefully considered whether we could come up with much stronger 12 00808 | 2052 | 195000 | 1,340 | 1,000 4.45 1665 | 2179 | 7811 | 2564 | 6530 | 0.00513 | 3.307
. o . ) ) . 4 0.2043 5.189 125,000 862 4,098 18.2 84.00 125.0 0.920 3.019 41,740 0.03278 21.15
meta||urg|(;a| bond at the aluminium-steel interface. As integration of state-of-the-art production 0.1880 4775 | 129,000 889 (3,581) (15.9) (71.12) | (105.8) | (1.087) | (3.566) | (35,340) | (0.02776) | (17.91)
) 0.1819 4.620 133,000 917 3,457 15.4 66.59 99.05 1.161 3.810 33,090 0.02599 16.76
facilities and ISO- 9001 Quality Assurance Management, ILJIN ACS Wire guarantees better 0.1729 4.392 | 137,000 945 (3,217) (14.3) (60.16) | (89.54) | (1.285) | (4.215) | (29,900) | (0.02348) | (15.15)
) 0.1620 4114 141,000 972 2,906 12.9 52.80 78.54 1.464 4.805 26,240 0.02061 13.29
corrosion resistance, h|gher COﬂdUCtiVity, lower WEIth and |0ng |as’[ing your cable. 0.1549 3.934 145,000 1,000 (2,733) (12.2) (48.27) (71.87) (1.600) (5.252) (24,000) | (0.01884) | (12.16)
27 7 0.1443 3.665 150,000 1,034 2,453 10.9 41.89 62.35 1.845 6.053 20,820 0.01635 10.55
0.1369 3.477 154,000 1,062 (2,267) (10.1) (37.71) (56.12) (2.050) (6.726) (18,740) | (0.01472) | (9.495)
8 0.1285 3.264 156,000 1,076 2,023 9.00 33.23 49.45 2.326 7.632 16,510 0.01297 8.367
9 0.1144 2.906 156,000 1,076 1,604 7.13 26.34 39.20 2.934 9.628 13,090 0.01028 6.633
10 0.1019 2.588 156,000 1,076 1,272 5.66 20.89 31.09 3.700 12.14 10,380 0.00816 5.260
11 0.0907 2.304 156,000 1,076 1,008 4.48 16.55 24.64 4.667 15.32 8,230 0.00646 4.169
. . . 12 0.0808 2.052 156,000 1,076 800 3.56 13.14 19.54 5.882 19.31 6,530 0.00513 3.307
4 0.2043 5.189 102,000 703 3,344 14.9 0.828 118.7 0,828 2.717 41,740 0.03278 21.15
@ Appllcatlons OF ILJIN Acs ere 0.1880 4.775 106,000 731 (2,942) (13.1) (0.978) (100.5) (0,978) (3.209) (35,340) | (0.02776) (17.91)
5 0.1819 4.620 110,000 758 2,859 12.7 1.045 94.02 1,045 3.429 33,090 0.02599 16.76
ini i i i i i i i ili i i i 0.1729 4.392 114,000 786 (2,677) (11.9) (1.156) (84.99) (1,156) (3.793) (29,900) | (0.02348) (15.15)
Aluminium Clad Steel Wire is one of the most innovation driven wire products introduced to the utility industry in modern times. - e S 13 T T et
i i i i i i i ini i 0.1549 3.934 118,000 814 (2,224) (9.89) (1.440) (68.22) (1,440) (4.726) (24,000) | (0.01884) (12.16)
Developed by ILJIN in 1994, ACS Wire consists of a highly conductive and corrosion resistant aluminium surfaces bonded to high " ; Cieis T sees T Tz000 | s Taot et 1560 T So1e T 160 | 5447 20820 T 00tess T icss
0.1369 3.477 126,000 869 (1,855) (8.25) (1.845) (53.27) (1,845) (6.053) (18,740) | (0.01472) | (9.495)
Strength Carbon core. 8 0.1285 3.264 128,000 883 1,660 7.38 2.094 46.94 2,094 6.869 16,510 0.01297 8.367
9 0.1144 2.906 128,000 883 1,316 5.86 2.642 37.21 2,642 8.664 13,090 0.01028 6.633
10 0.1019 2.588 128,000 883 1,044 4.47 3.329 29.51 3,329 10.93 10,380 0.00816 5.260
1 0.0907 2.304 128,000 883 827 3.68 4.203 23.39 4,203 13.79 8,230 0.00646 4.169
TOUghness (For OPGW) 12 0.0808 2.052 128,000 883 657 2.92 5.295 18.55 5,296 17.38 6,530 0.00513 3.307
. . . . . . . 4 0.2043 5.189 80,000 552 2,622 11.7 0.621 98.14 0,621 2.038 41,740 0.03278 21.15
Our goal is to make ACS Wires break-free, especially for the OPGW manufacturing, which will satisfy our 01880 | 4775 | 84000 | 579 | (2332) | (1041 | (0.734) | (8310) | (0.730 | (2.406) | (35.30) | (0.02776] | (17.91)
i i R i i H R 9 0.1819 4.620 88,000 607 2,287 10.2 0.784 77.77 0,784 2.572 33,090 0.02599 16.76
customers. ILJIN ACS Wire is produced with a special heat treatment in order to increase its Toughness. R i T T T T o6 o0 T 06T aeeT | 27900  [To.congar T15.15)
[ 0.1620 4114 96,000 662 1,979 8.80 0.988 61.67 0.988 3.243 26,240 0.02061 13.29
0.1549 3.934 96,000 662 (1,809) (8.05) (1.080) (56.42) (1,080) (3.544) (24,000) | (0.01884) | (12.16)
40 7 0.1443 3.665 98,000 676 1,602 7.13 1.245 48.95 1,245 4.085 20,820 0.01635 10.55
o 0.1369 3.477 98,000 676 (1,443) (6.42) (1.384) (53.27) (1,384) (4.539) (18,740) | (0.01472) | (9.495)
. 8 0.1285 3.264 99,500 686 1,290 5.74 1.571 38.82 1,571 5.151 16,510 0.01297 8.367
Thermal Resistance (For STACTR) 9 01144 | 2906 | 99,500 686 1,023 4.55 1.981 30.78 1,981 6.498 | 13,090 | 0.01028 | 6.633
. . . . . . . 10 0.1019 2.588 99,500 686 811 3.61 2.498 24.41 2,498 8.194 10,380 0.00816 5.260
We are proud of developing high quality thermal resistant ACS Wires for the high voltage transmission cable 11 0.0907 | 2.304 | 99,500 | 686 643 286 | 3151 | 1935 | 3,151 | 1034 | 8230 | 0.00646 | 4.169
(STACIR-Super Thermal Resistant Aluminium Conductor Invar Clad Steel Reinforced, 765KV0. 12 00808 | 2052 | 99,500 | 686 210 247 2971 1936 | 3971 1303 | 6530 | 000513 | 3307

This Will allow your cable’s voltage transmission to be maximized.

@ Physical Constants

a ' Conductivity (%) Density at 20 Modulus of elasticity Coefficient of linear expansion Temperature coefficient of resistance
High Conductivity (For ACSR / AW & OHGW) 203 0.2381 Ib/in3 (6.59 g/cm3) 23,5106 psi (162 GPa) 0.0000072/ (12.6x10-6/) 0.0020/ (0.0036/)
. o N , . 27 0.2135 Ib/in3 (5.91 g/cm3) 20.5%106 psi (140 GPa) 0.0000077/ (13.4x10-6/ ) 0.0020/ (0.0036/)
ILJIN ACS Wires are proud in various conductivity levels for our customer’s demanding from 14% up to 40% IACS. 30 0.2027 Ib/in3 (5.61 g/om3) 19.1x106 psi (132 GPa) 0.0000079/ (13.8x10-6/) 0.0021/ (0.0038/)
40 0.1676 Ib/in3 (4.64 g/cm3) 15.8x106 psi (109 GPa) 0.0000089/ (15.5x10-6/ ) 0.0022/ (0.0040/)

This thick CONCERNTRIC layer of aluminium is used to provide much higher conductivity, formability and
excellent corrosion resistance in combination with good tensile strength.

@ High Strength Aluminium Clad Invar Steel Wire (Thermal Resistant ACS Wire)

Nominal Diameter Ultimate tensile . . . Aluminium Thickness Calculated Nominal
Come Closer TO The Nature (For STAL - FenCe & Net) Diameter Tolerance strength ey e Eencieily Min. Ave. weight Crosssection
Our daily life is becoming increasingly dependent on the computer related technology. As (mm) (mm) (Kgf/mm?) (%) (times) (%) (mm) (mm) (kg/km) (mm?)
this trend continues, out-door life becomes more important and environment friendly . STAL 247 *0.05 125 i e 1 0.06 0.15 3402 i.792
o ) } i 3.10 +0.06 120 1.5 20 14 0.07 0.17 53.48 7.548
-Fence(Aluminium Clad Steel Wire Fence) is our first development to meet our goal for the Green 3.20 2006 120 15 20 m 0.07 047 57.10 8.042
Life by replacing the harmful material such as Zn. Ca, etc., to the light metals similar to Aluminium 3.50 0.07 120 15 20 14 0.08 0.18 68.31 9.621

*Physical Constants *Density: 7.1g/cm3 e Coefficient of linear expansion: 3.7 x 10-6/ at 15 ~230,10.8 x 10-6/ at 230 ~290 eElastic Coefficient : 15,500kg/mm2
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l Aluminium Clad Steel Wire

@ ASTM B416-98

Size Nomlr;aflwilrzmeter Stranded diameter Breaking strength Weight Resistance at 20C Nominal cross-section
Nos/AWG = in. mm in. mm Ib kN 1b/1,000ft  kg/km | 0/1,000ft  Q/km cmils in’ mm’
37/5 0.1819 4.620 1.27 32.34 142,800 636.2 2,802 4,168 0.04247 0.1395 | 1,225,000 | 0.9619 620.1
37/6 0.1620 4.115 113 28.80 120,200 535.9 2,222 3,308 0.05356 0.1758 971,300 0.7629 492.1
37/7 0.1443 3.665 1.01 25.66 100,700 449.7 1,762 2,624 0.06754 0.2216 770,300 0.6050 390.4
37/8 0.1285 3.264 0.899 22.85 84,200 373.4 1,398 2,081 0.08516 0.2794 610,900 0.4798 390.6
37/9 0.1144 2.906 0.801 20.34 66,770 296.0 1,108 1,650 0.1074 0.3525 484,400 0.3805 245.4
37/10 0.1019 2.588 0.713 18.12 52,950 234.7 879.0 1,308 0.1354 0.4445 384,200 0.3017 194.6
19/5 0.1819 4.620 0.910 23.10 73,350 326.7 1,430 2,128 0.08224 0.2701 628,900 0.4940 318.4
19/6 0.1620 4.115 0.810 20.57 61,700 275.2 1,134 1,689 0.1037 0.3403 498,800 0.3917 252.7
19/7 0.1443 3.665 0.721 18.33 51,730 230.9 899.5 1,339 0.1308 0.4289 395,500 0.3107 200.5
19/8 0.1285 3.264 0.642 16.32 43,240 191.7 713.5 1,062 0.1649 0.5408 313,700 0.2464 159.0
19/9 0.1144 2.906 0.572 14.53 34,290 152.0 565.8 842.1 0.2079 0.6824 248,800 0.1954 126.0
19/10 0.1019 2.588 0.509 12.94 27,190 120.5 448.7 667.8 0.2622 0.8604 197,300 0.1549 99.94
7/5 0.1819 4.620 0.546 13.86 27,030 120.4 524.9 780.9 0.2264 0.7302 231,700 0.1820 17.3
7/6 0.1620 4115 0.486 12.34 22,730 101.4 4163 619.7 0.2803 0.9200 183,800 0.1443 93.10
7/7 0.1443 3.665 0.433 11.00 19,060 85.1 330.0 4915 0.3535 1.1598 145,700 0.1145 73.85
7/8 0.1285 3.264 0.385 9.792 15,930 70.6 261.8 389.8 0.4458 1.4623 115,600 | 0.09077 58.57
7/9 0.1144 2.906 0.343 8.717 12,630 56.0 207.6 309.0 0.5621 1.8447 91,650 0.07198 46.43
7/10 0.1019 2.588 0.306 7.765 10,020 4Lb.4 164.7 245.1 0.7088 2.3261 72,680 0.05708 36.82
7/11 0.0907 2.304 0.272 6.911 7,945 35.2 130.6 194.2 0.8938 2.9352 57,590 0.04523 29.18
7/12 0.0808 2.052 0.242 6.156 6,301 27.9 103.6 154.1 1.127 3.6997 45,710 0.03590 23.15
3/5 0.1819 4.620 0.392 9.957 12,230 54.5 2245 334.0 0.5177 1.7000 99,310 0.07800 50.28
3/6 0.1620 4115 0.349 8.868 10,280 45.9 178.1 265.0 0.6528 2.1423 78,750 0.06185 39.90
3/7 0.1443 3.665 0.311 7.899 8,621 38.5 141.2 210.2 0.8232 2.7007 62,450 0.04905 31.65
3/8 0.1285 3.264 0.277 7.034 7,206 32.0 112.0 166.7 1.038 3.4055 49,530 0.03890 25.10
3/9 0.1144 2.906 0.247 6.263 5,715 25.3 88.81 132.2 1.309 4.2954 39,280 0.03085 19.90
3/10 0.1019 2.588 0.220 5.578 4,532 20.1 70.43 104.8 1.651 5.4169 31,150 0.02446 15.78
& Aluminium Clad Mild Steel Wire(STALUME) KS D 7037-00
Momial  Qemeler  Uumaensle | qowon  Conucnty  pAMTIUR Cced  Nomnal
(mm) (mm) (Kgf/mm?) (times) (%) (mm) (kg/km) (mm?)
1.60 +0.05 60~90 55 20.3 0.06 13.3 2.011
2.30 +0.07 60~90 38 20.3 0.12 27.4 4.155
3.20 +0.07 55~85 26 20.3 0.16 53.0 8.042
3.50 +0.08 50~80 24 20.3 0.18 63.5 9.621
4.00 +0.08 40~80 21 20.3 0.20 82.9 12.566
5.00 +0.10 40~80 17 20.3 0.25 130.0 19.635
6.00 +0.12 40~80 13 20.3 0.30 186.0 28.274
@ ACS Wire ASTM B502-98
Nominal cross-section Stress at 1.0% extension Ultimate tensile strength Elongation Resistivity at 20C
(mm) (mm) (Kgf/mm?) (times) (%) (mm) % Qemm2/m
1.956~3.274 0.0770~0.1289 1,206 175,000 1,344 195,000 1.5
3.275~3.477 0.1290~0.1369 1,172 170,000 1,310 190,000 15
3.478~3.665 0.1370~0.1443 1,137 165,000 1,275 185,000 1.5
3.666~3.934 0.1444~0.1549 1,103 160,000 1,241 180,000 1.5
3.935~4.115 0.1550~0.1620 1,103 160,000 1,206 175,000 1.5 0.08480
4.116~4.392 0.1621~0.1729 1,068 155,000 1,172 170,000 1.5
4.393~4.620 0.1730~0.1819 1,034 150,000 1,137 165,000 1.5
4.621~4.775 0.1820~0.1880 1,000 145,000 1,103 160,000 1.5
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Quality Assurance

Quality Assurance System

ILJIN STEEL has renowned for its well-established quality system. It has acquired a number of quality assurance
system certificates from leading official organizations in and outside the country.

@ Quality policy

To ensure the effective implementation of required processes we hereby declare the quality policy as follows;

Establishment of quality process for “F-Cost Zero”
Continuous improvement through control of P cost & A cost

Guarantee of partner’s safety and profits who is concerned ILJIN steel Corp.
Process establishment from design to shipment through safety and Profitability

Business growth through contribution to public welfare

Production of product which is satisfied by customer NEED, standard and Regulations



ILJIN STEEL

Equipments for Quality Assurance

The first partner “ IS8 steel Corporation”

ILJIN Steel maintains the highest quality by continuing various systematic activities for products improvement, development and quality assurance.

Equipment SSCC/SCC Tester HIC Tester
Image
==l
Standard NACE TM 0177 NACE TM 0284
Equipment Autoclave Steam De-oxidation Tester
Image
Standard ASTM A1080 Boiler Tube Service
Equipment Burst Tester Drop Weight Tester
Image
Standard ASTM F1387 ASTM E208

Equipment SEM/EDS Optical Microscope O.ES
bl —_—r
P e .P
, P
Image . L
Standard ASTM E2142,1S0 16700 ASTM E45/E112 ASTM A751
Equipment ONH Analyzer / Thermo Fisher Dilatometer Collapse tester
Image
Standard ASTM E1019, 1587, 1409 ASTM E228 API 5C3
Equipment U.TM Charpy Impact Tester
Image
Standard ASTM E8/E83/A370 ASTM E23, I1SO 148-01
Equipment Hardness Tester Jominy Tester Creep Tester
Tl ‘2
—_——
AL
Image
Standard ASTM E384/E18/E10 ASTM A255, 1SO 642 ASTM E139
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ILJIN STEEL

l Certificate — Quality System

ISO 9001 (KSA)

IS0 9001(DNV)

ISO/TS 16949(KSA

ILJIN STEEL

Certificate — Product

CERTIFICATE OF APPROVAL

ILJIN Steel Corporation
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ILJIN STEEL

l Certificate — Classification
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ILJIN Steel Corporation

Jeonju Head Office / Plant
1746, Hoguk-ro, Imsil-gun, Jeollabuk-do, Korea

Seoul Office
04167 ILJIN B/D 3F. 45, Mapo-daero, Mapo-gu, Seoul, Korea

ILJIN Steel America
11757 KATY FREEWAY STE 130, HOUSTON, TX 77079

Busan Sales Office
#1103, Byucksan Digital Valley, 303, Daedong-ro, Busan, Korea

E-Mail : iljinsteel@iljin.co.kr
Homepage : www.iljinsteel.com




